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Proposed	  research	  effort:	  
Ø  Fabrica?on	  of	  two	  terminal	  resis?ve	  

random	  access	  memory	  (RRAM)	  device.	  	  
Ø  Materials	  to	  be	  used	  as	  ac?ve	  switching	  

layer:	  (a)	  conven?onal	  transi?on	  metal	  
oxide	  (TMO)	  thin	  film	  (spuWer	  deposited)	  
and	  (b)	  polyoxometalates	  (spin-‐coated).	  	  

Ø  To	  make	  typical	  charge	  transport	  
measurements,	  both	  at	  room	  temperature	  
and	  low	  tempetarure	  (down	  to	  4.2	  K)	  to	  
study	  resistance	  swiching	  phenomena.	  	  

Proposed	  device	  architecture:	  
Ø  A	  thin	  film	  of	  TMO	  or	  polyoxometalate	  will	  	  
	  	  	  	  	  be	  deposited	  using	  spuWering	  or	  spin-‐coa?ng	  	  
	  	  	  	  	  method	  on	  a	  conduc?ng	  substrate	  which	  acts	  	  
	  	  	  	  	  as	  	  boWom	  electrode.	  Top	  contacts	  (Au	  or	  Pt)	  	  
	  	  	  	  	  will	  be	  deposited	  using	  dc	  spuWering	  method.	  
Ø  I-‐V	  measurements	  will	  be	  carried	  out	  between	  

top	  	  and	  boWom	  contacts.	  	  

	  
	  
	  
	  
	  
	  
	  
	  
	  
	  	  	  	  	  Fig.	  1:	  Schema?c	  diagram	  of	  a	  RRAM	  device.	  

Facili1es	  needed:	  
Ø  RF	  and	  DC	  spuWering,	  spin-‐

coa?ng	  unit.	  
Ø  I-‐V	  measurement	  set-‐up.	  	  
Ø  Low	  temperature	  charge	  	  

transport	  measurements.	  	  
Ø  Structural	  characteriza?on:	  

SEM,	  HRTEM,	  AFM,	  	  XPS,	  etc.	  	  

Facili1es	  available	  at	  NITK:	  

	  
Fig.	  2:	  RF	  and	  DC	  spuWering	  
chamber	  	  
	  

Fig.	  3:	  spin-‐coa?ng	  unit.	  

Preliminary	  results:	  	  
	  
POM	  (Na6V10O28)	  as	  switching	  layer:	  	  

	  
Fig.	  4:	  SEM	  image	  of	  POM.	  	  
	  

	  
	  
	  
	  
	  
	  
	  
	  
	  
Fig.	  5:	  I-‐V	  plot	  showing	  resis?ve	  
switching.	  	  
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